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DEPARTMENT OF PROSTHODONTICS
Research Activities (COMPLETED)
	Name

	Year 
	RESEARCH  	
	SHORT STUDY 
	STATUS

	Dr. Asim Zafar
	2014 - 2017
	Compressive resistance of different interocclusal recording materials- An in vitro study
	
	Completed

	Dr. Vidya Gatkal
	2014 - 2017
	Comparative evaluation of effect of different ferrule heights and post diameters on stress distribution  in endodontically treated teeth restored with zirconia post and core system- finite element analysis.
	
	Completed

	Dr. Balaji Munde
	2014 - 2017
	A comparative study to evaluate the impact strength and flexural strength of four different types of denture base materials- An in vitro study                                                            
	
	Completed

	Dr Prashant Nakade
	2015 - 2018
	Comparative evaluation of fracture toughness and flexural strength of four different core build up materials-in vitro study
	
	Completed

	Dr Madhuri Wadhwani
	2015 - 2018
	Comparative evaluation of gingival displacement and gingival health produced by three different gingival retraction systems- An in vivo study
	
	Completed








	Dr Pooja Agorya
	2015 - 2018
	Comparative evaluation of flexural strength and hardness of four different commercially available provisional restorative materials in fixed prosthodontics:An in vitro study
	
	Completed

	Dr Varsha Joteppa
	2016 - 2019
	A comparative evaluation of dimensional accuracy of implant cast made by multiple implant impression technique with or without different splinting materials: an in- vitro study
	
	Completed

	Dr Siddhant Randive
	2016 - 2019
	Comparative evaluation of effect of different surface conditioning methods on the shear bond strength between zirconia core and veneering ceramic: An in vitro study
	
	Completed

	Dr Kunal Vaishnav
	2016 - 2019
	Evaluation of shear bond strength between dual cure resin cement and chemically treated titanium surface: An in vitro study
	
	Completed

	Dr Dishita Chokhani
	2017 - 2021
	comparative evaluation of effects of various polishing agents on surface discloroation of different provisional restorative materials: An in-Vitro study
	
	Completed

	Dr Shruti Botwe
	2017 - 2021
	Comparative evaluation of stress distribution in peri-implant bone of edentulous mandible having different implant inclinations and cantilever lengths- a three dimensional finite element analysis
	








	Completed

	Dr Siddharth Narote
	2017 - 2021
	A comparative evaluation of effect of different surface treatments on shear bond strength between zirconium oxide and adhesive resin cement - an in-vitro study
	
	Completed

	Dr. Suraj Sonwane
	2018 - 2022
	Comparative evaluation of stress distribution in peri-implant bone of edentulous mandible having different framework materials in all on four implant supported prosthesis- a three dimensional finite element analysis
	
	Completed

	Dr.Deepali Patane
	2018 - 2022
	Comparative evaluation of sagittal condylar guidance determined by protrusive interocclusal record with lateral cephalogram and panoramic radiographs in dentate patients: A clinico-radiographic study
	
	Completed

	Dr.Vidya vaybase
	2018 - 2022
	A photometric evaluation of incisive papilla to central incisors and canine with respect to maxillary arch form as a guide for anterior teeth arrangement
	
	Completed

	Dr.Madhavi Galale
	
2019-2023



	Comparative evaluation of marginal accuracy of different provisional restorative materials fabricated by direct technique: An in vitro study.
	
	Completed

	Dr.Yogita Mundada
	
2019-2023

	Comparative evaluation of flexural strength of heat polymerized acrylic resin repaired with different reinforcing materials: An in vitro study.
	
	Completed

	Dr.Pratiksha Somwanshi
	
2019-2023

	Evaluation of shear bond strength of acrylic denture teeth to heat polymerized denture base resin after different surface treatments on the bonding surface of acrylic denture teeth: An in vitro study .
	
	Completed

	Dr. Pratish Kawade

	2020-2023
	Evaluation Of The Effect Of Recasting Nickel-Chromium Base Metal Alloy On The Metal-Cramic Bond Strength: An In Vitro Study.
	Comparision of the occlusal plane and other reference points in dentate patient and it’s application in completed denture Fabrication –A cephalometric study.
	Completed

	Dr. Pooja Langote
	2020-2023
	Comparative Evaluation Of Stress Distribution Inperi-Implant Bone Of Edentulous Mandible In All-On-Four Concept Having Different implant inclinations with carbon fiber reinforced Prosthesis – A Three Dimensional finite element analysis
	Evaluation Of Existance Of Golden Proportion Ratio In Marathwada Population
	Completed

	Dr. Pranoti Chinchansure
	2020-2023
	Comparative Evaluation Of Three Different Provisional Restorative Materials For Surface Roughness Polishing Agents An In Vitro Study
	
	Completed

	Dr. Bhagyashree Chavan
	2021-2024

	
	A comparative study to measure condylar guidance by clinical and radiographic methods in completely edentulous patients – An In Vivo clinic-radiographic study
	Completed
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